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paragraph (d)(3) of this section to-
gether with other substances as pro-
vided in paragraph (d), (1), (2), and (4) 
of this section may be used as follows: 

(1) The finished filter may be used to 
filter milk or potable water at oper-
ating temperatures not to exceed 100 
°F, provided that the finished filter 
when exposed to distilled water at 100 
°F for 2 hours yields total extractives 
not to exceed 1 percent by weight of 
the filter. 

(2) The finished filter may be used to 
filter milk or potable water at oper-
ating temperatures not to exceed 145 
°F, provided that the finished filter 
when exposed to distilled water at 145 
°F for 2 hours yields total extractives 
not to exceed 1.2 percent by weight of 
the filter. 

(n) Acrylonitrile copolymers identi-
fied in this section shall comply with 
the provisions of § 180.22 of this chap-
ter. 

[42 FR 14572, Mar. 15, 1977, as amended at 56 
FR 42933, Aug. 30, 1991] 

§ 177.2280 4,4′-Isopropylidenediphenol-
epichlorohydrin thermosetting 
epoxy resins. 

4,4′-Isopropylidenediphenol-epichlo- 
rohydrin thermosetting epoxy resins 
may be safely used as articles or com-
ponents of articles intended for re-
peated use in producing, manufac-
turing, packing, processing, preparing, 
treating, packaging, transporting, or 
holding food, in accordance with the 
following prescribed conditions: 

(a) The basic thermosetting epoxy 
resin is made by reacting 4,4′- 
isopropylidenediphenol with epichloro-
hydrin. 

(b) The resin may contain one or 
more of the following optional sub-
stances provided the quantity used 
does not exceed that reasonably re-
quired to accomplish the intended ef-
fect: 
Allyl glycidyl ether .................. As curing system additive. 
Di- and tri-glycidyl ester mix-

ture resulting from the re-
action of epichlorohydrin 
with mixed dimers and 
trimers of unsaturated C18 
monobasic fatty acids de-
rived from animal and veg-
etable fats and oils.

As modifier at levels not to 
exceed equal parts by 
weight of the 4,4′- 
isopropylidenediphenol- 
epichlorohydrin basic resin 
and limited to use in con-
tact with alcoholic bev-
erages containing not more 
than 8 percent of alcohol. 

1,2-Epoxy-3-phenoxypropane As curing system additive. 
Glyoxal ................................... Do. 
4,4′-Isopropylidenediphenol ... Do. 

4,4′-Methylenedianiline .......... Do. 
m-Phenylenediamine ............. Do. 
Tetrahydrophthalic anhydride Do. 

(c) In accordance with good manufac-
turing practice, finished articles con-
taining the resins shall be thoroughly 
cleansed prior to their first use in con-
tact with food. 

(d) The provisions of this section are 
not applicable to 4,4′-isopropylidenedi- 
phenol-epichlorohydrin resins listed in 
other sections of parts 174, 175, 176, 177, 
178 and 179 of this chapter. 

[42 FR 14572, Mar. 15, 1977; 49 FR 5748, Feb. 15, 
1984] 

§ 177.2355 Mineral reinforced nylon 
resins. 

Mineral reinforced nylon resins iden-
tified in paragraph (a) of this section 
may be safely used as articles or com-
ponents of articles intended for re-
peated use in contact with nonacidic 
food (pH above 5.0) and at use tempera-
tures not exceeding 212 °F. in accord-
ance with the following prescribed con-
ditions: 

(a) For the purpose of this section 
the mineral reinforced nylon resins 
consist of nylon 66, as identified in and 
complying with the specifications of 
§ 177.1500, reinforced with up to 40 
weight percent of calcium silicate and 
up to 0.5 weight percent 3- 
(triethoxysilyl) propylamine (Chemical 
Abstracts Service Registry No. 
000919302) based on the weight of the 
calcium silicate. 

(b) The mineral reinforced nylon res-
ins may contain up to 0.2 percent by 
weight of titanium dioxide as an op-
tional adjuvant substance. 

(c) The mineral reinforced nylon res-
ins with or without the optional sub-
stance described in paragraph (b) of 
this section, and in the form of 1⁄8-inch 
molded test bars, when extracted with 
the solvents, i.e., distilled water and 50 
percent (by volume) ethyl alcohol in 
distilled water, at reflux temperature 
for 24 hours using a volume-to-surface 
ratio of 2 milliliters of solvent per 
square inch of surface tested, shall 
meet the following extractives limita-
tions: 

(1) Total extractives not to exceed 5.0 
milligrams per square inch of food-con-
tact surface tested for each solvent. 
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